
In corpora ted 

since 1986 

Cleaning 

Name: 

Sample Date: 
Receipt Date: 

Report Date: 

PCB's 

Aroclor 1016 

LKF 
Aroclor 1221 

LKF 
Aroclor 1232 

LKF 

Aroclor 1242 

LKF 

Aroclor 1248 
LKF 

Aroclor 1254 

LKF 

Aroclor 1260 

LKF 

Clean Harbor Environmental Services 

Teresa Wasson 

414 Goff Mountain Road 

Cross Lanes, WV 25313 

7/14/2009 14:00 
7/14/2009 16:20 

7/19/2009 

Parameter Sample 

Method Analyst 

Result 

ND 

ND 

ND 

ND 

23.4 

ND 

ND 

Units 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

mg/kg 

Sample ID: 09972680 
7/21/2009 

QC Type 
Batch 

AC&S, 

Serving the chemical industry 

Specialty Chemical - Laboratory Services - Rail Tank 

Report of Analysis 

Sample ID#: 

Sample Source: 

Client Sample 

09972680 

(None) 

G6 Master 

MPM Silicones LLC 

MDL Analysis Start Analysis End 

(If Applicable) 

0.05 07/17/09 19:05 sw 8082 

0.05 07/17/09 19:05 sw 8082 

0.05 07/17/09 19:05 sw 8082 

0.05 07/17/09 19:05 sw 8082 

0.05 07/17/09 19:05 sw 8082 

0.05 07/17/09 19:05 sw 8082 

0.05 07/17/09 19:05 sw 8082 

QC Data by Sample: 

Report 

Result Units 

EPA001357 



AC&&S, Inc. 
P.O. Box 335 

Reviewed by: Nitro, WV 25143 
304-755-0536 

Priscilla Vassar 

ND ~ Not Detected 

* ~ Above Specified Limit 

DCBP 110 % Rec. 

Note: The test results are only valid for date sample was taken. We do not accept any liability for use of these results. 

Page 1 of 1 

3863 

EPA001358 


